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Commodity Size Weights

ZWIRE ﬁ'ﬂﬁmiﬁ;!ﬂ “ 2] 5 HEAT ID REDACTED
Condition of deliver Heat No.

ELEp RN ASTM B446 Delivery |2025/6/11
Specification date

ek sy (EHE%) Chemical Composition (Wt.%)

——
el c S p Si Mn Ni Cr Co
Element

;Ei‘ﬁm <0.1 |=<o0.015|<0.015| <o0.5 | <o0.5 % 20.0-23.0| <1.0
;Li“[ﬁ.' 0. 008 0.002 0.001 0.15 0.16 ® 21.05 0.08
est Value

i Nb Fe Cu Mo Al Ti

Element

RFFEH 3.15-4.15 | <5.0 | <0.07 |8.0-10.0| <0.4 <0.4

Spec

i 3.65 3.5 0. 01 9.02 | 0.21 0.25
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F1%#4¥EflE Mechanical Properties

Yield Point 480 Elongatlo 46 Average Grain —
Jitt i 5 FEMPA HEth 3% dhkbiE (D)
Tensile Strength 790 Reduction|  |Surface Inspection Ak
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SUPPLIER CONTACT DETAILS REDACTED

Supplier identity, heat number, personal names and seal withheld. Reported results apply only to the original reported sample.
Criginal readings and recorded scope preserved; compiled by BYBOLT for format review only and not reissued as a BYBOLT certificate.
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