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MRHR BRI 5

Certified Material Test Report

EN10204-2004 3.1

EHS FERB TR ”
% / Order / Product “ht ﬂﬁ 3108 *’F&Wﬁ#% ASTM SA-479
Customer Material Specification
No. name
i x - i ZHRE
i (mm) ®2,0mm Qty.(pcs) Weight (Kg) Condition of TH
Size Delivery
Rt C Si Mn P S Ni Cr Fe
Chemical Composition(%) Max Max Max Max Max
ER{H Require value 0.08 1.5 2.0 0.045 0.03 19.05-19.40 24.0-25.0 Vi
S W{E Measured value 0.038 0.43 1.16 0.035 0.0034 19.11 24.19 =
HmtER RAEE | mMEE | WEMKE | WElEE | fREE | gRER | ol | gEmy
Mechanical Property RP0.2(MPa) Rm(MPa) A(50mm)(%) Z(%0) Hardness (HB) | Hardness (HV) (ERB) MPa
ER{H Require value / / / / / / / /
LPE O1.001.2 / 716/726 / / / / / /
£:##58 Metallographic Examination
FomERY | RARE Ratk e
L . T 44 Macrostructure Dimension | RER B2 " OmeE | Owks
Grain Size Non-metallic Intergranular N check Surface quali MARchng uT & PT
inclusion corrosion | —AREMA | FPLEAY | BRZMRHT L Check
/ / / / / /
/ / / / / / A% A% ki ]




